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  TEST REPORT   
 
Applicant: Sensation Products 

74 Cotton Mill Hill Unit A-350 
Brattleboro, VT 05301 

Attn: Walter Hageeorn 
E-Mail: sensationproducts@gmail.com 

 
 

Product Descriptions : Talking Speech Therapy Mirror, Vibrating Pillow, Vibrating snake, 
Vibraderm Massager 

Models : NA 
Part Numbers: NA 
Age Labeling : NA 
Age Grading : NA 

Supplier : NA 
Sample received date : July 24, 2015 
Date of testing ended : July 30, 2015  

 
TEST CONDUCTED: 

 
AS REQUESTED BY THE APPLICANT, FOR DETAILS REFER TO ATTACHED PAGE(S)  

 CONCLUSION: 

Tested Samples                Standard Result 

Talking Speech Therapy 
Mirror 
Vibrating Pillow 
Vibrating snake 
Vibraderm Massager 

1. Phthalate Content – Consumer Product Safety 
Improvement Act, section 108 & California  

2. Lead Content – Consumer Product Safety 
Improvement Act, Section 101 

3. Lead Content in Surface Coatings– Consumer 

Product Safety Improvement Act, Section 101 

 

 

4.  

1. Does Comply 
2. Does Comply 
3. Does Comply 

 
   PAGE 1/TO BE CONTINUED        TOTAL 9 PAGES 

 
For and on behalf of 
Intertek Products Group North America 

   
 

   Daniel M. Sabou 
Operations Manager - Chemical Services 

 
 
 

The test results stated in this report relate only to the item(s) tested. This test report may not be 
reproduced except in full, without written approval of Intertek.
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1. Phthalate Content 
 
Test Method:  CPSC-CH-C1001-09.3 
 
Requirements: Each accessible component shall contain less than 0.1% (1000 ppm) each of DEHP (Di(2-

ethylhexyl) Phthalate), BBP (Benzyl Butyl Phthalate) and DBP (Dibutyl Phthalate). 

Product Description:  Talking Speech Therapy Mirror 

Test Results: 

Regulated Phthalates RESULT (% (w/w)) Limit(% (w/w))  

1 2 3 4 5  

Dibutyl Phthalate (DBP) <0.005 <0.005 <0.005 <0.005 0.009  

Butyl Benzyl Phthalate (BBP) <0.005 <0.005 <0.005 <0.005 <0.005 0.1 

Diethyl Hexyl Phthalate (DEHP) <0.005 <0.005 <0.005 <0.005 <0.005  

 
 
 

Component 
Number Component Description 

1 Yellow housing 

2 Black oval touch pad 

3 Black trim around housing  

4 Vinyl trim around mirror 

5 Gray coating on back of Mirror 
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Phthalate Content, continued 
 
Product Description:  Vibrating Pillow 

Test Results: 
Regulated Phthalates RESULT (% (w/w)) Limit(% (w/w))  

1 2  

Dibutyl Phthalate (DBP) <0.005 <0.005  

Butyl Benzyl Phthalate (BBP) <0.005 <0.005 0.1 

Diethyl Hexyl Phthalate (DEHP) <0.005 0.062  

 
 

Component 
Number Component Description 

1 Zipper teeth 

2 Cloth sack 

 
 
Product Description:  Vibrating snake 

Test Results: 
Regulated Phthalates RESULT (% (w/w)) Limit(% (w/w))  

1 2 3  

Dibutyl Phthalate (DBP) <0.005 <0.005 <0.005  

Butyl Benzyl Phthalate (BBP) <0.005 <0.005 <0.005 0.1 

Diethyl Hexyl Phthalate (DEHP) <0.005 <0.005 <0.005  

 

 

Component 
Number Component Description 

1 Black end cap plain 

2 Black end cap with switch 

3 Flexible sheathing - blue 
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Phthalate Content, continued 
 

Product Description:  Vibraderm Massager 

Test Results: 
Regulated Phthalates RESULT (% (w/w)) Limit(% (w/w))  

1 2 3  

Dibutyl Phthalate (DBP) <0.005 <0.005 <0.005  

Butyl Benzyl Phthalate (BBP) 0.006 0.006 <0.005 0.1 

Diethyl Hexyl Phthalate (DEHP) <0.005 <0.005 <0.005  

 

 

Component 
Number Component Description 

1 Plastic body of massager 

2 Brush handle 

3 Bristles on brush 

 

 

 

Conclusion: When tested as specified, the submitted samples do comply with the limits for the Phthalates 
specified in the Section 108 of the Consumer Product Safety Improvement Act of 2008. 

 

Remark: The test was performed per the applicants’ request 
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2. Lead Content 
 
Test Method:  CPSC-CH-E1001-08.3 (Metal) / CPSC-CH-E1002-08.3 (Non-Metal)  
 
Requirement:  The total lead content of all accessible substrates shall not exceed 0.01% by weight or 100 
ppm  

 

Product Description:  Talking Speech Therapy Mirror 

Test Results: 

Component 
Number Result (ppm) Limit (ppm) 

1 <20 

100 
2 <20 

3 <20 

4 <20 

 

Component 
Number Component Description 

1 Yellow housing 

2 Black oval touch pad 

3 Black trim around housing  

4 Vinyl trim around mirror 

 

Product Description:  Vibrating Pillow 

Test Results: 

Component 
Number Result (ppm) Limit (ppm) 

1 <20 
100 2 <20 

3 <20 

 

Component 
Number Component Description 

1 Zipper pull with coating 

2 Zipper teeth 

3 Cloth sack 
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Lead Content, continued 

 
Product Description:  Vibraderm Massager 

Test Results: 

Component 
Number Result (ppm) Limit (ppm) 

1 <20 
100 2 <20 

3 <20 

 

Component 
Number Component Description 

1 Plastic body of massager 

2 Brush handle 

3 Bristles on brush 

 
Product Description:  Vibrating snake 

Test Results: 

Component 
Number Result (ppm) Limit (ppm) 

1 <20 
100 2 <20 

3 <20 

 

Component 
Number Component Description 

1 Black end cap plain 

2 Black end cap with switch 

3 Flexible sheathing - blue 

 
 
 

Conclusion: When tested as specified, the submitted samples do comply with the requirements set forth 
in the Consumer Product Safety Improvement Act of 2008, Section 101 for total lead content in substrates. 
 
Remark: The test was performed per the applicants’ request.  
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3. Lead Content Surface Coatings 

 
 
Test Method: CPSC-CH-E1003-09.1 
 
Requirement:  The lead content shall not exceed 0.009 weight percent (90 ppm) of the dried paint film as 
required by the CPSIA  
 

Product Description:   Talking Speech Therapy Mirror 

 
Test Results: 

Component 
Number Result (ppm) Limit (ppm) 

1 <20 90 

 

Component 
Number Component Description 

1 Coating on back of Mirror  

 

 
Conclusion:  When tested as specified, the submitted sample does comply with the lead in paints and 
surface coatings requirements according to the Consumer Product Safety Improvement Act, Section 101. 

 
Remark: The test was performed per the applicants’ request.  
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       Vibrating Pillow  Talking Speech Therapy Mirror 

      Vibraderm Massager 

             Vibrating snake 
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This report is made solely on the basis of your instructions and/or information and materials supplied by 

you. It is not intended to be a recommendation for any particular course of action.   Intertek does not 

accept a duty of care or any other responsibility to any person other than the Client in respect of this report 

and only accepts liability to the Client insofar as is expressly contained in the terms and conditions 

governing Intertek's provision of services to you.  Intertek makes no warranties or representations either 

express or implied with respect to this report save as provided for in those terms and conditions. We have 

aimed to conduct the Review on a diligent and careful basis and we do not accept any liability to you for 

any loss arising out of or in connection with this report, in contract, tort, by statute or otherwise, except in 

the event of our gross negligence or willful misconduct.  

 


